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IR S MR
=SB E 350~4500nm
ISR <0.1%/cm @ 1064nm <1%/cm @ 532nm
3 n=1.7377,n=1.7453,n,=1.8297 @1064nm
n.=1.7780,n,=1.7886, n,=1.8887 @532nm
Sellmeier /512 n,>=3.0065+0.03901/(A\*-0.04251)-0.01327A°

(Nin um) n,’=3.0333+0.04154/(\*-0.04547)-0.01408\
n,’=3.3134+0.05694/(A\*-0.05658)-0.01682A°
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wE KTiOPO,
EEYLNEYN RNARE, ZEEEPNa2,, REMmM2
RIESH a=6.404A, b=10.616A, c=12.814A, Z=8
A= About 1172°C
EREE 5
BE 3.01g/cm?
SERFELH 13W/m/K
AR R a=11x10"°/°C, a,=9x107°/°C, a,=0.6x10°/°C

LM F MR
>0.5 @1064 nm,TEMg, 10ns,10HZ(AR-coated)
>0.3 @532 nm,TEMgg, 10ns,10HZ(AR-coated)

BGEE: [GW/cm]

SHGHEA ILEE3E Fl 497 ~1800nm (Type Il)
deff(I)=(dy4- dq5)sin2dsin26- (d5sin2d+ d,,c0s2d)sinB
d31:6.5 pm/V
Non-vanished 4 MHEL &L 0p4=7.6 pm/V
d32: 5 pm/V
di5=6.1 pm/V

d33=13.7 pm/V

dn,/dT=1.1*107/°C
D IER dn,/dT=1.3*10"/°C
dn,/dT=1.6*107/°C
mEER: 24°C-cm
HiE R 0.56nm-cm

AEEI: 14.2mrad-cm (d); 55.3mrad-cm(B)

EEUA: 0.55°

For Type Il SHG of a Nd:YAG laser at 1064nm
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